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Biodentine®: Biological Bulk Fill

Place Biodentine® on the pulp
•  Biodentine’s biocompatibility ensures high cell viability

•  Biodentine is bioactive and promotes the pulp’s self-healing 
capacity and the formation of dentin bridges

•  In deep cavities, carious, iatrogenic and traumatic exposures: 
Biodentine helps you save the pulp of a vital tooth

Simply “bulk fill” the cavity
•  Biodentine is placed from the pulp to the top of the cavity, 

regardless of how deep

•  A direct composite or an inlay/onlay is then placed for enamel-like 
esthetics and resistance

•  The enamel restoration can be completed in the same session or 
within 6 months if the pulp requires monitoring

•  Risk of failure is reduced by the outstanding seal and Biodentine’s 
antimicrobial properties
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Vital pulp therapy often means placing layers of different 
materials. With Biodentine, the same material is used for 
direct/indirect pulp capping and bulk filling the cavity up to 
the occlusal surface.

Bulk fill placement due to dentin-
like properties
-  Similar mechanical properties as dentin allowing 

durable bulk fill procedure
-  Mechanical strength increases as the Biodentine 

restoration sets
-   Resin free formula reduces risk of failure by 

providing an outstanding seal

Tight consistent cavity seal 
allowing bulk fill placement
-  Mineral tag formation in the dentin tubules 

ensures strong micromechanical retention (2)

-  Provides excellent marginal adaptation (5)

-  High resistance to leakage to reduce the risk of 
secondary caries (6,7)

-  High pH inducing antibacterial properties (8)

Biodentine

Dentin

Biodentine cement labelled with 
fluorescein dye which has moved 
from the cement into the dentin 
tubules. Notice the plugs of material 
in the tubule openings. 
Courtesy Dr Amre Atmeh, King’s College London

Pulp exposure before Biodentine 

placement.
8 months after Biodentine  
placement, the pulp is healed.

Courtesy Prof. L. Martens & Prof. R. Cauwels, UZ Ghent, Belgium

Similar  
strength  
as dentin

Biodentine  
cuts like  
dentin

Similar stress 
absorption & flexural 
behavior as dentin

Compressive Strength, 
MPa (one month)

Vickers Micro Hardness, 
HVN (24 hours)

Flexural Modulus, 
GPa (24 hours)

Source Biodentine Scientific File

Mineral tags inside dentin tubules
Courtesy Prof. Franquin, Koubi, Dejou,  
University of Marseille

Proven biocompatibility and 
bioactivity for vital pulp therapy
-  Outstanding biocompatibility assessed and 

evidenced through many scientific publications
-  High amount of calcium and hydroxide ions 

released upon setting compared to similar 
bioactive products (2)

-  Induces thick dentin bridge formation (2) due to a 
high calcium surface concentration compared to 
similar dental materials (3)

-  Shows both osteogenic and angiogenic 
properties to promote pulp and tissue healing (4)

Technical Insights



Deep caries treatment
(Single visit)

Sometimes during the excavation of caries an 
accidental pulp exposure may occur. Biodentine 
properties offer the possibility to bulk fill the cavity to 
replace removed dentin and to bond a composite 
onto it in the same appointment. The full restoration 
is done in only one session.

Iatrogenic pulp exposure occurred 
after complete caries excavation 
during the finishing of the cavity prep. 

Biodentine is applied to the cavity 
prep to replace the dentin layer.

Direct pulp capping 
(Two visits)

Direct exposure of the pulp during caries excavation 
or possibly due to trauma, is something that occurs 
in everyday clinical practice. Bioactive potency of 
the capping material is the most important factor 
to preserve the long-term vitality of an affected – 
essentially healthy pulp.(1) Biodentine’s properties 
allow bulk filling of the cavity, no matter how deep. 
A composite will then be placed within 6 months to 
functionally and esthetically replace enamel.

Biodentine was placed as a bulk material for 
direct pulp capping to restore the large cavity, 
then may be left in place for up to 6 months.

Cavity after preparation and disinfection. Surface 
of the exposed pulp can be seen clearly.

Deep carious lesion of tooth #5. Asymptomatic tooth 
and no periapical changes.

Caries is accessed and excavated. Deep 
cavity without pulp exposure.

Indirect pulp capping
Indirect pulp capping is indicated for a tooth with a 
carious lesion very close to the pulp. The pulp can 
be asymptomatic or showing signs or symptoms of 
reversible pulpitis. Biodentine’s dentin-like properties 
offer the possibility to bulk fill the cavity and to serve 
as a temporary for up to 6 months, to monitor the 
pulp. The final composite will then be bonded as if 
bonded on natural dentin.

Clinical cases



C
ou

rt
es

y 
D

r. 
T.

 D
am

m
as

ch
ke

, U
ni

ve
rs

ity
 o

f M
ün

st
er

, G
er

m
an

y
R

ep
ro

du
ce

d 
w

ith
 k

in
d 

pe
rm

is
si

on
 o

f Q
ui

nt
es

se
nz

 V
er

la
g 

G
m

bH

Biodentine is applied to the cavity 
prep to replace the dentin layer.

A matrix band and wedges are put in 
place to finish the restoration.

The 1-year follow-up radiograph shows no 
pathological changes in the apical region.

The composite restoration is bonded 
onto Biodentine after 12 min from start 
of mix.
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Biodentine was placed as a bulk material for 
direct pulp capping to restore the large cavity, 
then may be left in place for up to 6 months.

Biodentine was partially removed, with a base 
layer serving as a dentin substitute.

Clinical view of the final restoration with 
N’Durance® Universal composite.
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Caries is accessed and excavated. Deep 
cavity without pulp exposure.

Clinical view at the 2-year recall.Biodentine is placed as a bulk fill material and 
may be left for up to 6 months. Biodentine was 
left as a base with a composite on top.



Available in:  

-  Box of 15 capsules and 15 single-dose pipettes

-  Box of 5 capsules and 5 single-dose pipettes

Septodont  205 Granite Run Drive ∙ Suite 150 ∙ Lancaster, PA 17603 ∙ USA

Please visit our website for more information: www.septodontusa.com Or call: 1-800-872-8305
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